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The following information was submitted and identified by/on behalf of the client as: 

Applicant : CATAL IMPORTACIONES, S.L. 

Address : CTRA. LORCA, S/N - 04640 PULPI (ALMERIA) SPAIN 

Sample Name : NEVERA BOTE EXTENSIBLE 

Item No : 3017 

Buyer  : CATAL IMPORTACIONES, S.L. 

Receive Date : Mar. 14, 2014 

Completion Date : Mar. 20, 2014 

Test Requested : In accordance with European Commission EU No.10/2011, inspect plastic materials 

and articles intended to come into contact with foodstuffs. 

1) Overall migration test. 

2) Extractable Heavy Metals. 

3) Primary Aromatic Amines. 

Conclusion(s) : Please refer to next page(s). 

 

 

 

 

 

 

 

 

 

 

 

 

 

Authorized signature 

 

      

 Lab Manager: Gavin Zhou   Mar. 20, 2014  
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Test Result(s) 

Test Part Description 

Material No. Description Material Location 

01 Silvery plastic / Lining 
 
 

 

1. Overall Migration 

Simulant used Test condition 

Overall 

Migration 

(mg/kg) 

Maximum 

permissible 

Limit (mg/kg) 

Conclusion 

01 

Distill water 2 hours at 40 ℃ <3 10 PASS 

 

Note: 1. “<” = Less than MDL. 

2. mg/dm2 = Milligram per square decimetre sample which contact food. 

 

 

 

2. Specific Migration of Heavy Metals 

Test Items 
Result (mg/kg) Maximum Permissible 

Limit (mg/kg) 
Conclusion 

01 

Migration Barium <0.01 1 PASS 

Migration Cobalt  <0.001 0.05 PASS 

Migration Copper <0.01 5 PASS 

Migration Ferrum <0.01 48 PASS 

Migration Lithium <0.001 0.6 PASS 

Migration Manganese <0.001 0.6 PASS 

Migration Zinc <0.01 25 PASS 

 

Note: 3. mg/kg =milligram per kilogram food simulant. 

4. “<”= less than. 
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3. Primary Aromatic Amines. 

Test Items Test condition 

Maximum 

Permissible Limit 

(mg/kg) 

Result (mg/kg) 
Conclusion 

01 

Primary Aromatic 

Amines 

Distill water 

(2 hours at 40 ℃) 
0.01 <0.01 PASS 

 
Note: 1. mg/kg =milligram per kilogram food simulant. 

2. “<”= less than. 

 

 

 

Sample Photo(s) 

 
 
 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

BCT authenticate the photo(s) on original report only 

***End of Report*** 

 


