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Client: CATAL IMPORTACIONES, S.L.
Address: CTRA. LORCA, S/N-04640 PULPI(ALMERIA) SPAIN

The following merchandise was (were) submitted and identified by client as:

Sample Name: NEVERA BOTE EXTENSIBLE

Item No.: 3017

Buyer: CATAL IMPORTACIONES, S.L.

Sample Received Date: Oct. 06, 2013

Completed Date: Oct. 29, 2013

Test Requested: 1. Inspect Total cadmium (Cd), Azo colorants and Azo dyes content in the

submitted samples.

2. In accordance with Regulation (EC) No 1935/2004 of The European
Parliament on material and articles intended to come into contact with food.
European Commission Directive 2002/72/EC.

Test Result{s): Please refer to next page(s).

Conclusion(s):

1. The result of test on material/part assigned by applicant of the submitted sample MEETS requirements
on total cadmium (Cd) in Annex XVIl items 23 of the REACH Regulation (EC) No 1907/2006 &
COMMISSION REGULATION (EU) No 494/2011.

2. The result of test on material/part assigned by applicant of the submitted sample MEETS requirements
on Azo colorants and Azo dyes in Annex XVI| items 43 of the REACH Regulation (EC) No 1907/2006 &
amended (EC) No. 552/2009 (Namely former Directive 2002/61/EC).

3. The result of test on material/part assigned by applicant of the submitted sample MEETS requirements
on Overall migration In accordance with Regulation (EC) No 1935/2004 of The European Pariament

on material and articles intended to come into contact with food. European Commission Directive
2002/72/EC.

Signed for and on Behalf of CTT

Jason Hong/ Technical Director
Consumer Testing Technology Co., Ltd.
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C!m!m Test Report

Report Ho.: CTTAZ0930359EN Date: Oct. 20, 2013 Fage 2 of 4

Test Result(=]: Tota Cadmium[Cd)

hdethod:

hetal - W ith refere nce to EPAZDE0E { mo dified)

Monmetal - With reference to EPA2059m odifie ) or EPAZ0S2(mad fied)

Surface gogting - With reference to ASTh E15945, wwas anabzed by flame atomic absorption spectrometny
(A5 ar Inductively Coupled Plasma Atomic Emission Spectrometer (ICP-0ES).

tenl Description Location L Hesult Conclusion
MNa. [rmgikg) [rmgikg]
1 Siheery metal Substrate of zipper head 100 5 FAES
2 Fed syrithetic fiber Bag body 100 M. PASS
3 Blue =syrthetic fiber Bag body 100 N.L. PASS
3 Sihrary plastic Inside of bag 100 M. PASS

Mote: 1. mgig=milligram per kilogram ¢ ppm).
2. MN.Dr.= Mot Detected (<RL).
3. RLi{ReportLimifi= 2 mgkg.

Test Result(s): Azocolourants and Azodyes
Mlethod: Leather- IS0 472234 1:2010; Textile and other materials - EN 14362-1:20412, was analyzed by Gas
Chromatograph Mass Spectromeater (GC-h S50 High Pedformance Liquid C hromatograph (HPLE- LA

miterial No. Description Locaion
2 R ed synthetic fibar Bag body
3 Blue syntheticfiber Bag body
- Result [mgfkg]
Mo Substances Name CAS MNo. Lirnit [rgfka) g g
1 biphenykd-ylamines 4 amin odiphe igld eyl amine H92-57-1 20 M.D. M.D.
2 b rzi dine q2-27-5 20 M.C. M.C.
3 4 chlora- o-toluidine 95592 30 M.L. M.L.
3 2- naphthylamine 91-53-2 30 M.D. M.D.
o amino aotoluensa’ 4 o-tohlazo- o-toluidined
e 4 amino-2', 3-dimethylazobenzene Sl 20 W B
G | 2 amino-dnitroteluen e’ & nifro- o toluidine £a-55-2 20 M.D. M.D.
7 4 chloroaniline 06-47-3 30 M. M.[.
2 4 meth cay- mephenylenediamine 515-05-< 30 M.D. M.D.
4.4 -methylenedianilinas
s 4.4 diaminodiphenylmethane i =0 N.D. N.D.
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C!m!m Test Report

Report Ho.: CTT13F930S59EN Date: Oct. 29, 2013 FPage 3 of 4
10 2.2 dichlorobenzidines 01.049. 1 an N N
3,3 -dichlor obip he riyl-4,4'-vlenediamin e
11 3,3 -dimethoxyberzidines o-diankidine 119-90-4 20 M.D. M.D.
12 | 3,3-dimethylberzidine’ 4,.4'-bi o-toluidine 119-93-7 20 M.C. M.
13 4.4 methylenedi o-toluidine g38-58-0 30 M.D. M.D.
14 | 6 methoy- metoluidined p-cresidine 120-71-8 30 M.D. M.D.
4.4 -methylene bis-(2-chlor oaniline)’
1a 2,2"-dichlor o4, - methyle ne-dianiline s ZE L B
16 | 4F-oeopedianiline 101-20-4 20 M.C. M.
17 | 4.4 thiodianiline 139-65-1 20 M.D. M.D.
12 o taluidines 2-aminotoluene 295-52 4 20 M.D. M.D.
19 | 4 methylm-phenylenediamine’ 2 gtoluylen di amine 2958307 30 M.[. M.[.
20 | 2,.458-trimethylaniline 137-A7-7 20 H.D. M.
21 o anisidine ! 2-methorxyaniline 2a-04-0 20 M.D. M.D.
225 | 4 aminoazobenzens 50-058-3 230 M.[. M.[.
Conclusion PASE | PASS
Mote: 1. mgdeg = milligram per kilogram (ppm).
2. M. =Mot Detected (< R L)
3. RL{ReportLimiti=5 mgdg.
4 "A"=The CAS Mo O7-562 (No.5) and 99-25-2 (Mo &) are further reduced to CAS MNo95-53-4
(Ho.18) and 95-80-F(Ho . 19).
5 "&"=Azocolorants that are able to form G aminoazobenzeneMo 22, genarate under the
condition of this method aniline and 1, 4phenylenediamine, therefare, the method of §
54 LF B, BWL, B2202.9 wa employed to verify the 4 aminoazobenzene.
Test Result(=]:
M=eria No. Description Locaion
s Sitwvery plastic Irside of bag

Cherall migr ation
hterial No. Test tem Unit Li rnit Re=ult Conzlusion
4 2% Acetic acidia) mgidm® 10 - F&SS
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Cwmr Test Report

Report Ho.: CTTAZ09303509EN Date: Oct. 20, 2013 Fage < of 4

Hote: 4 Test condition i 707 for 2 hours.

Frioto of Sample:
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